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a b s t r a c t

Cold-formed steel sections are often used as wall studs or floor joists; such sections often include web

holes for ease of installation of the services. Cold-formed steel design codes, however, do not consider

the effect of such web holes. In this paper, a combination of experimental tests and non-linear elasto-

plastic finite element analyses are used to investigate the effect of such holes on web crippling under

interior-two-flange (ITF) loading conditions; the cases of both flange fastened and flange unfastened are

considered. A good agreement between the experimental tests and finite element analyses was

obtained. The finite element model was then used for the purposes of a parametric study on the effect

of different sizes and position of holes in the web. It was demonstrated that the main factors

influencing the web crippling strength are the ratio of the hole depth to the depth of the web, and

the ratio of the distance from the edge of the bearing to the flat depth of web. Design recommendations

in the form of web crippling strength reduction factors are proposed, that are conservative to both the

experimental and finite element results.

& 2011 Elsevier Ltd. All rights reserved.
1. Introduction

Cold-formed steel sections are often used as wall studs or floor
joists; such sections often include web holes for ease of installa-
tion of the electrical or plumbing services. These holes are usually
pre-punched in the factory.

Web crushing or crippling at points of concentrated, or localised,
load or reaction in thin walled beams is well known to be a significant
problem, particularly in the case of beams with slender webs, and is
of high importance in the field of cold-formed steel members, as such
members are generally not stiffened against this type of loading. At
points of concentrated loading and supports, severe lateral loading
can result in a local buckling in the web [1]. For sections with holes,
such web crippling needs to be taken into account.

There has been little research on the web crippling of cold-
formed steel sections with web holes. Yu and Davis [2] described
20 tests investigating the web crippling strength of back-to-back
channel sections with an interior-one-flange loading condition.
The test programme comprised both circular and square holes;
the holes were located and centred beneath the bearing plate.
Strength reduction factors were proposed. Sivakumaran and
Zielonka [3] described 103 tests on single lipped channel sections,
but again for the interior-one-flange loading condition and with
ll rights reserved.
the circular holes located and centred beneath the bearing plate.
Again, strength reduction factors were proposed.

LaBoube et al. [4] described 168 tests on single lipped channel
sections, covering both interior-one-flange and end-one-flange
loading conditions but with the circular holes positioned offset,
next to the bearing plate. Strength reduction factors were again
proposed. Similar tests were also described by Langan et al. [5],
but with rectangular holes. Lagan et al. demonstrated that the
main factors influencing the web crippling strength are the ratio
of the hole depth to the depth of the web, and the ratio of the
distance from the edge of the bearing to the flat depth of web.

More recently, Zhou and Young [6] conducted 84 tests on
aluminium alloy square hollow sections with circular holes
located at the centre beneath the bearing plates. The web
crippling tests were conducted under loading conditions of end-
two-flange (ETF) and interior-two-flange (ITF). Reduction factor
equations were also proposed.

Most design specifications for cold-formed steel structural
members provide design rules for cold-formed steel channel
sections without web holes; only in the case of the North
American specification for cold-formed steel sections [7] are
reduction factors for web crippling with holes presented, covering
the cases of interior-one-flange (IOF) and end-one-flange loading
(EOF), and with the flanges of the sections unfastened to the
support. The holes are assumed to be located at the mid-height of
the specimen having a longitudinal clear offset distance between
the edge of the bearing plates and the web hole.
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Nomenclature

A web holes ratio
a diameter of circular web holes
bf overall flange width of section
bl overall lip width of section
COV coefficient of variation
DL dead load
D overall web depth of section
E Young’s modulus of elasticity
FEA finite element analysis
Fm mean value of fabrication factor
fy material yield strength
h depth of the flat portion of web
L length of the specimen
LL live load
Mm mean value of material factor
N length of the bearing plate
P experimental and finite element ultimate web crip-

pling load per web

PEXP experimental ultimate web crippling load per web
PFEA web crippling strength per web predicted from finite

element (FEA)
Pm mean value of tested-to-predicted load ratio
R reduction factor
RP proposed reduction factor
ri inside corner radius of section
t thickness of section
VF coefficient of variation of fabrication factor
VM coefficient of variation of material factor
VP coefficient of variation of tested-to-predicted load

ratio
x horizontal clear distance of the web holes to the near

edge of the bearing plate
X web holes distance ratio
b reliability index
ef elongation (tensile strain) at fracture
f resistance factor
s0.2 static 0.2% proof stress
su static ultimate tensile strength
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In this paper, a combination of experimental tests and non-linear
elasto-plastic finite element analyses (FEA) are used to investigate
the effect of offset circular web holes on the web crippling strength
of lipped channel sections for the interior-two-flange (ITF) loading
condition, as shown in Fig.1; the cases of both flange fastened and
flange unfastened to the support are considered.

The general purpose finite element program ANSYS [8] was
used for the numerical investigation. A good agreement between
the experimental tests and finite element analyses was obtained.
The finite element model was then used for the purposes of a
parametric study of the effect of different sizes and position of
holes in the web. Design recommendations in the form of web
crippling strength reduction factors are proposed, that are con-
servative to both the experimental and finite element results.
2. Experiment investigation

2.1. Test specimens

A test programme was conducted on lipped channel sections,
as shown in Fig. 2, with circular web holes subjected to web
crippling. The size of the web holes was varied in order to
d

N

≥ 1.5d≥ 1.5d

L

Fig. 1. ITF loading condition: (a) wi
investigate the effect of the web holes on the web crippling
strength. The circular holes with nominal diameters (a) ranging
from 40 to 240 mm were considered in the experimental inves-
tigation. The ratio of the diameter of the holes to the depth of the
flat portion of the webs (a/h) was 0.4. All the test specimens were
fabricated with web holes located at the mid-depth of the webs.
The horizontal clear distance of the web holes to the near edge of
the bearing plate (x) is shown in Fig. 1.

Channel sections without holes were also tested. The test speci-
mens comprised five different section sizes, having the nominal
thicknesses ranging from 1.3 to 2.0 mm; the nominal depth of the
webs and the flange widths ranged from 142 to 302 mm. The
measured web slenderness (h/t) values of the channel sections ranged
from 116 to 176. The specimen lengths (L) were determined accord-
ing to the NAS Specification [7]. Generally, the distance from the edge
of the bearing plate to the end of the member was set to be 1.5 times
the overall depth of the web (d) rather than 1.5 times the depth of the
flat portion of the web (h), the latter being the minimum specified in
the specifications. Tables 1 and 2 shows the measured test specimen
dimensions for the flange unfastened and fastened conditions,
respectively, using the nomenclature defined in Figs. 1 and 2 for
the ITF loading condition. The bearing plates were fabricated using
with high strength steel having a thickness of 25 mm. Two lengths of
d

N

a

L

x x

≥ 1.5d≥ 1.5d

thout holes and (b) with holes.
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bearing plates (N) was used: the full flange width of the channel
section and the half width of the channel section.
2.2. Specimens labelling

In Tables 1 and 2, the specimens were labelled such that the
loading condition, the nominal dimension of the specimen and
the length of the bearing as well as the ratio of the diameter of the
holes to the depth of the flat portion of the webs (a/h) could be
identified from the label. For example, the labels ‘‘202�65�13-
t1.4N32.5A0FR’’ and ‘‘202�65�13-t1.4N32.5A0FX define the
following specimens:
�
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The following symbols are the nominal dimensions (d� bf� bl

�t1.4) of the specimens in millimetres (202�65�13-t1.4
means d¼202 mm; bf¼65 mm; bl¼13 mm and t¼1.4 mm).
d h
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a

t bl

Fig. 2. Definition of symbols.

le 1
asured specimen dimensions and experimental ultimate loads for flanges unfastene

pecimen Web,

d (mm)

Flange,

bf (mm)

Lip,

bl (mm)

42�60�13-t1.3N30A0FR 142.9 59.0 15.2

42�60�13-t1.3N30A0.4FR 144.6 57.0 15.4

42�60�13-t1.3N60A0FR 142.4 60.0 16.0

42�60�13-t1.3N60A0.4FR 142.5 59.8 14.5

72�65�13-t1.3N32.5A0FR 172.7 64.8 14.9

72�65�13-t1.3N32.5A0.4FR 172.7 64.3 14.9

72�65�13-t1.3N65A0FR 172.8 64.0 14.8

72�65�13-t1.3N65A0.4FR 173.0 64.3 14.9

02�65�13-t1.4N32.5A0FR 202.5 63.6 16.0

02�65�13-t1.4N32.5A0.4FR 202.3 64.0 15.3

02�65�13-t1.4N65A0FR 202.5 64.0 17.5

02�65�13-t1.4N65A0.4FR 202.4 63.9 17.0

62�65�13-t1.6N32.5A0FR 262.6 64.6 15.8

62�65�13-t1.6N32.5A0.4FR 263.4 63.4 14.4

62�65�13-t1.6N65A0FR 263.1 65.9 15.1

62�65�13-t1.6N65A0.4FR 262.5 63.8 14.4

02�90�18-t2N44A0.4FR 304.0 87.9 18.0

02�90�18-t2N90A0FR 303.8 88.8 18.7

02�90�18-t2N90A0.4FR 303.1 87.8 19.1

e: 1 kip¼4.45 kN.
�
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The notation ‘‘N32.5’’ indicates the length of bearing in milli-
metres (32.5 mm).

�
 The last notations ‘‘A0.2’’, ‘‘A0.4’’, ‘‘A0.6’’ and ‘‘A0.8’’ stand for

the ratios of the diameter of the holes to the depth of the flat
portion of the webs (a/h) were 0.2, 0.4, 0.6 and 0.8, respectively
(A0.2 means a/h¼0.2; A0.8 means a/h¼0:8).

�
 Ten tests were conducted on the channel section specimens

without web holes that are denoted by ‘‘A0’’. FR means flanges
unfastened to the support and FX means flanges fastened to
the support.

2.3. Material properties

Tensile coupon tests were carried out to determine the
material properties of the channel specimens. The tensile coupons
were taken from the centre of the web plate in the longitudinal
direction of the untested specimens. The tensile coupons were
prepared and tested according to the British Standard for Testing
and Materials [9] for the tensile testing of metals using 12.5 mm
wide coupons of a gauge length 50 mm. The coupons were tested
in a MTS displacement controlled testing machine using friction
grips. Two strain gauges and a calibrated extensometer of 50 mm
gauge length were used to measure the longitudinal strain. The
material properties obtained from the tensile coupon tests are
summarised in Table 3, which includes the measured static 2%
proof stress (s0.2), the static tensile strength (su) and the elonga-
tion after fracture (ef) based on gauge length of 50 mm.

2.4. Test rig and procedure

The specimens were tested under the interior-two-flange (ITF)
loading condition specified in the NAS Specification [7], as shown
in Fig. 3(a). For the ITF loading conditions, two identical bearing
plates of the same width were positioned at the end and the mid-
length of each specimen, respectively. Hinge supports were
simulated by two half rounds in the line of action of the force.
A servo-controlled Tinius–Olsen testing machine was used to
apply a concentrated compressive force to the test specimens.
Displacement control was used to drive the hydraulic actuator at
a constant speed of 0.05 mm/min for all the test specimens.
ondition.

kness,

m)

Fillet,

ri (mm)

Holes,

a (mm)

Length,

L (mm)

Exp. load per

web, PEXP (kN)

4.8 0.0 501.0 5.6

4.8 55.2 502.7 4.5

4.8 0.0 551.3 6.0

4.8 54.8 550.9 4.9

4.8 0.0 599.9 5.7

4.8 67.1 606.8 4.6

4.8 0.0 649.8 6.3

4.8 67.0 650.9 5.2

4.8 0.0 678.3 6.8

4.8 79.1 675.6 5.6

4.8 0.0 701.0 7.4

4.8 79.1 701.4 5.8

5.5 0.0 850.5 6.6

5.0 102.5 836.0 5.3

5.0 0.0 907.3 7.7

5.5 102.5 896.7 5.5

4.8 118.2 998.9 10.2

4.8 0.0 1052.2 14.1

4.8 118.0 1050.9 11.3



Table 2
Measured specimen dimensions and experimental ultimate loads for flanges fastened condition.

Specimen Web,

d (mm)

Flange,

bf (mm)

Lip,

bl (mm)

Thickness,

t (mm)

Fillet,

ri (mm)

Holes,

a (mm)

Length,

L (mm)

Exp. load per

web, PEXP (kN)

142�60�13-t1.3N30A0FX 142.2 59.4 15.5 1.22 4.8 0.0 502.3 7.5

142�60�13-t1.3N30A0.4FX 142.1 59.3 14.4 1.20 4.8 55.6 499.1 7.0

142�60�13-t1.3N60A0FX 142.5 60.1 16.0 1.21 4.8 0.0 555.0 8.1

142�60�13-t1.3N60A0.4FX 142.5 60.1 15.1 1.21 4.8 55.4 552.3 7.3

172�65�13-t1.3N32.5A0FX 172.8 63.6 15.1 1.26 4.8 0.0 601.1 8.9

172�65�13-t1.3N32.5A0.4FX 172.6 64.5 15.1 1.20 4.8 67.8 603.8 7.7

172�65�13-t1.3N65A0FX 172.5 64.4 14.8 1.25 4.5 0.0 649.1 9.5

172�65�13-t1.3N65A0.4FX 173.0 64.9 14.9 1.22 4.8 67.7 649.5 8.5

202�65�13-t1.4N32.5A0FX 202.1 64.7 15.1 1.44 4.5 0.0 677.6 11.5

202�65�13-t1.4N32.5A0.4FX 202.3 63.4 15.2 1.44 4.8 79.5 676.7 9.6

202�65�13-t1.4N65A0FX 202.4 63.5 14.9 1.43 4.5 0.0 699.9 11.7

202�65�13-t1.4N65A0.4FX 202.5 63.7 15.0 1.44 4.8 79.5 702.4 10.3

262�65�13-t1.6N32.5A0FX 263.1 63.5 15.0 1.51 5.0 0.0 849.0 11.5

262�65�13-t1.6N32.5A0.4FX 263.4 62.6 15.8 1.52 5.0 103.0 850.9 9.6

262�65�13-t1.6N65A0.4FX 262.8 65.1 13.8 1.51 5.0 103.0 899.7 10.2

302�90�18-t2N44A0.4FX 305.0 89.0 18.0 1.98 5.0 118.3 999.6 17.9

302�90�18-t2N90A0FX 303.7 87.5 18.3 1.95 5.0 0.0 1050.7 22.3

302�90�18-t2N90A0.4FX 303.6 88.3 18.5 1.87 5.0 118.9 1052.9 19.4

Note: 1 kip¼4.45 kN.

Table 3
Material properties of specimens.

Section s0.2 (MPa) su (MPa) ef (%)

142�60�13�1.3 455 532 23

172�65�16�1.3 534 566 10

202�65�13�1.4 513 552 11

262�65�13�1.6 525 546 10

302�88�18�2.0 483 523 11
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The load or reaction force was applied by means of bearing
plates. The bearing plates were fabricated using a high strength
steel. All the bearing plates were machined to specified dimen-
sions, and the thickness was 25 mm. The bearing plates were
designed to act across the full flange widths of the channel
sections. The flanges of the channel section specimens were
fastened and unfastened to the bearing plates during testing as
shown in Fig. 3(b) and (c). In the flanges fastened test setup, the
flanges were bolted to the bearing plate.

2.5. Test results

A total of 37 specimens were tested under the interior-two-
flange (ITF) loading condition. The experimental ultimate web
crippling loads per web (PEXP) for the flanges unfastened and
fastened condition are given in Tables 1 and 2, respectively. The
typical failure mode of web crippling of the specimens is shown in
Fig. 6. Fig. 7 and Fig. 8 shows a typical example of the load-
defection curve obtained from a specimen both without and with
web holes, and the comparisons with the numerical results.
3. Numerical investigation

3.1. General

The non-linear elasto-plastic general purpose finite element
program ANSYS [8] was used to simulate the channel sections
with and without holes subjected to web crippling. The bearing
plates, the channel section with circular holes and the interfaces
between the bearing plates and the channel section have been
modelled. In the finite element model, the measured cross-section
dimensions and the material properties obtained from the tests
were used. The model was based on the centreline dimensions of
the cross-sections. Specific modelling issues are described in the
following subsection.

3.2. Geometry and material properties

One-quarter of the test set-up was modelled using symmetry
about both the vertical transverse and horizontal planes is shown
in Figs. 4(b) and 5(b). Contact surfaces are defined between the
bearing plate and the cold-formed steel section.

The value of Young’s modulus was 203 kN/mm2 and Poisson’s
ratio was 0.3. The material non-linearity was incorporated in the
finite element model by specifying ‘true’ values of stresses and
strains. The plasticity of the material was determined by a
mathematical model, known as the incremental plasticity model;
the true stress (strue) and plastic true strain (etrue) were as per the
specified method in the ANSYS manual (2011).

3.3. Element type and mesh sensitivity

Figs. 4(b) and 5(b) shows details of a typical finite element
mesh of the channel section and the bearing plate. The effect of
different element sizes in the cross-section of the channel section
was investigated to provide both accurate results and reduced
computation time. Depending on the size of the section, the finite
element mesh sizes ranged from 3�3 mm2 (length by width) to
5�5 mm2.

It is necessary to finely mesh the corners of the section due to the
transfer of stress from the flange to the web. Nine elements were
used around the inside corner radius that forms the bend between
the flange and web. Three elements were used at the rounded corners
between the flange and lip of the section. The number of elements
was chosen so that the aspect ratio of the elements was as close to
one as possible. Where holes were modelled, finer mesh sizes
were used around the web holes. Mesh sensitivity analyses were
performed to verify the number of elements.

The channel sections were modelled using the 4-noded shell
element SHELL181. The bearing plates were modelled using the
eight-noded solid element SOLID45. CONTAT173 and TARGET170
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Fig. 4. Comparison of experiment and finite element analysis for the flanges unfastened condition: (a) experimental and (b) FEA.

A. Uzzaman et al. / Thin-Walled Structures 50 (2012) 76–8680
elements were used for modelling contact between the flanges
and the load bearing plates.

3.4. Loading and boundary conditions

The nodes of the cold-formed section and the bearing
plate were restrained to represent the vertical and horizontal
symmetry condition. The interface between the bearing plate
and the cold-formed steel section were modelled using the
surface-to-surface contact option. The bearing plate was the
target surface, while the cold-formed steel section was the
contact surface. The two contact surfaces were not allowed to
penetrate each other.

The vertical load applied to the channel sections in the
laboratory tests was modelled using displacement control
method; an imposed displacement is applied to the nodes of the
top bearing plate where the vertical load is applied. The top
bearing plate was restrained against all degrees of freedom,
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Fig. 6. Typical failure mode of the specimens: (a) specimens for the flanges unfastened condition and (b) specimen for the flanges fastened condition.

Table 4
Comparison of the web crippling strength predicted from the finite element analysis with the experiment results for unfastened condition.

Specimen Web slenderness

(h/t)

Ratio (a/h) Exp. load per

web, PEXP (kN)

Web crippling strength

per web predicted from

FEA, PFEA (kN)

Comparison,

PEXP/PFEA

142�60�13-t1.3N30A0FR 116.3 0.0 5.6 5.5 1.02

142�60�13-t1.3N30A0.4FR 116.2 0.4 4.5 4.3 1.03

142�60�13-t1.3N60A0FR 115.5 0.0 6.0 5.9 1.02

142�60�13-t1.3N60A0.4FR 116.5 0.4 4.9 4.7 1.06

172�65�13-t1.3N32.5A0FR 138.4 0.0 5.7 5.6 1.02

172�65�13-t1.3N32.5A0.4FR 137.2 0.4 4.6 4.6 0.98

172�65�13-t1.3N65A0FR 135.4 0.0 6.3 6.4 0.98

172�65�13-t1.3N65A0.4FR 134.5 0.4 5.2 5.3 0.97

202�65�13-t1.4N32.5A0FR 143.1 0.0 6.8 6.9 0.99

202�65�13-t1.4N32.5A0.4FR 138.3 0.4 5.6 5.9 0.96

202�65�13-t1.4N65A0FR 139.0 0.0 7.4 7.7 0.96

202�65�13-t1.4N65A0.4FR 143.7 0.4 5.8 5.6 1.03

262�65�13-t1.6N32.5A0FR 175.9 0.0 6.6 6.5 1.01

262�65�13-t1.6N32.5A0.4FR 170.8 0.4 5.3 5.5 0.96

262�65�13-t1.6N65A0FR 169.3 0.0 7.7 7.8 0.99

262�65�13-t1.6N65A0.4FR 176.9 0.4 5.5 5.4 1.02

302�90�18-t2N44A0.4FR 155.7 0.4 10.2 9.9 1.03

302�90�18-t2N90A0FR 153.4 0.0 14.1 13.5 1.04

302�90�18-t2N90A0.4FR 154.5 0.4 11.3 10.7 1.06

Mean 1.01

COV 0.03
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except for the translational degree of freedom in the Y direction.
In the flanges fastened condition, the node coupling method was
used in the region where the flanges connected to the bearing
plates. The nodes were coupled together in all degrees of freedom.
3.5. Verification of finite element model

In order to validate the finite element model, the experimental
failure loads were compared against the failure load predicted by



Table 5
Comparison of the web crippling strength predicted from the finite element analysis with the experiment results for fastened condition.

Specimen Web

slenderness,

h/t

Ratio, a/h Exp. load per

web, PEXP

Web crippling strength

per web predicted from

FEA, PFEA (kN)

Comparison,

PEXP/PFEA

142�60�13-t1.3N30A0FX 114.52 0.00 7.48 7.84 0.95

142�60�13-t1.3N30A0.4FX 116.42 0.40 6.95 6.95 1.00

142�60�13-t1.3N60A0FX 115.75 0.00 8.14 8.23 0.99

142�60�13-t1.3N60A0.4FX 115.80 0.40 7.29 7.63 0.96

172�65�13-t1.3N32.5A0FX 135.16 0.00 8.92 8.99 0.99

172�65�13-t1.3N32.5A0.4FX 141.83 0.40 7.68 7.51 1.02

172�65�13-t1.3N65A0FX 135.98 0.00 9.48 9.58 0.99

172�65�13-t1.3N65A0.4FX 139.82 0.40 8.46 8.30 1.02

202�65�13-t1.4N32.5A0FX 138.33 0.00 11.46 11.07 1.04

202�65�13-t1.4N32.5A0.4FX 138.51 0.40 9.59 10.06 0.95

202�65�13-t1.4N65A0FX 139.51 0.00 11.65 11.94 0.98

202�65�13-t1.4N65A0.4FX 138.61 0.40 10.25 10.71 0.96

262�65�13-t1.6N32.5A0FX 172.26 0.00 11.46 11.17 1.03

262�65�13-t1.6N32.5A0.4FX 171.28 0.40 9.64 9.65 1.00

262�65�13-t1.6N65A0.4FX 172.01 0.40 10.16 10.17 1.00

302�90�18-t2N44A0.4FX 152.04 0.39 17.92 17.84 1.00

302�90�18-t2N90A0FX 153.75 0.00 22.31 21.72 1.03

302�90�18-t2N90A0.4FX 160.35 0.40 19.35 17.10 1.13

Mean 1.00

COV 0.04
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Fig. 7. Comparison web deformation curves for specimen 172�65�13�t13N65FR.
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Fig. 8. Comparison web deformation curves for specimen 172�65�13�t13N65FX.
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the finite element analysis (Fig. 6). The main objective of this
comparison was to verify and check the accuracy of the finite
element model. A comparison of the test results (PEXP) with the
numerical results (PFEA) of web crippling strengths per web is
shown in Tables 4 and 5. Load-deflection curves comparing the
experimental results and the finite element results are shown in
Figs. 7 and 8 covering the cases of both with and without the web
holes. It can be seen that good agreement has been achieved
between both results for all specimens. The mean value of the
PEXP/PFEA ratio is 1.01 and 1.00 with the corresponding coefficient
of variation (COV) of 0.03 and 0.04 for the flanges unfastened and
fastened condition, respectively. A maximum difference of 6% and
13% was observed between the experimental and the numerical
results for the specimen 142�60�13�t1.3N60A0.4FR and
302�90�18�t2N90A0.4FX, respectively. The web crippling fail-
ure mode observed from the tests has been also verified by the
finite element model for the ITF loading conditions, as shown in
Figs. 4 and 5, respectively. It is shown that good agreement is
achieved between the experimental and finite element results for
both the web crippling strength and the failure mode.
4. Parametric study

The finite element model developed closely predicts the
behaviour of the channel sections with circular web holes sub-
jected to web crippling. Using this model, parametric studies
were carried out to study the effects of web holes and cross-
section sizes on the web crippling strengths of channel sections
subjected to web crippling.

The web crippling strength predicted was influenced primarily
by the ratio of the hole depth to the flat portion of the web, a/h,
and the location of the hole as defined by the distance of the hole
from the edge of the bearing divided by the flat portion of the
web, x/h. In order to find the effect of a/h and x/h on web crippling
strength considering web holes, two separate parametric studies
were carried out considering the web holes, the cross-section
sizes and location of the holes.

The specimens consisted of two different section sizes, having
the thicknesses (t) ranging from 1.4 to 6.0 mm and the web



Table 6
Dimensions and web crippling strengths predicted from finite element analysis of parametric study of a/h.

Specimen
Web,

d (mm)

Flange,

bf (mm)

Lip,

bl (mm)

Thickness,

t (mm)

Length,

L (mm)

FEA load per web, PFEA (kN)

A0 A0.2 A0.4 A0.6 A0.8

202�65�13-t1.4N32.5FR 202.5 63.6 16.0 1.40 678.3 6.9 6.3 5.4 4.5 3.6

202�65�13-t2.0N32.5FR 202.5 63.6 16.0 2.00 678.3 17.8 15.9 13.5 11.1 8.4

202�65�13-t2.5N32.5FR 202.5 63.6 16.0 2.50 678.3 30.6 27.3 22.8 18.4 14.1

202�65�13-t3.0N32.5FR 202.5 63.6 16.0 3.00 678.3 43.8 41.4 34.1 27.5 21.2

202�65�13-t4.0N32.5FR 202.5 63.6 16.0 4.00 678.3 86.6 74.2 61.9 49.7 38.6

202�65�13-t5.0N32.5FR 202.5 63.6 16.0 5.00 678.3 129.1 112.7 96.4 76.5 59.3

202�65�13-t6.0N32.5FR 202.5 63.6 16.0 6.00 678.3 185.5 161.5 137.5 107.7 83.7

202�65�13-t1.4N65FR 202.5 64.0 17.5 1.44 701.0 7.6 7.0 6.1 5.1 4.0

202�65�13-t2.0N65FR 202.5 64.0 17.5 2.00 701.0 17.8 16.2 13.9 11.5 8.9

202�65�13-t2.5N65FR 202.5 64.0 17.5 2.50 701.0 30.0 27.2 23.4 19.2 14.9

202�65�13-t3.0N65FR 202.5 64.0 17.5 3.00 701.0 44.6 40.3 34.5 28.4 22.3

202�65�13-t4.0N65FR 202.5 64.0 17.5 4.00 701.0 80.4 72.4 62.1 51.7 41.0

202�65�13-t5.0N65FR 202.5 64.0 17.5 5.00 701.0 124.8 111.8 95.7 79.7 63.8

202�65�13-t6.0N65FR 202.5 64.0 17.5 6.00 701.0 176.2 158.6 135.0 112.8 89.8

302�90�18-t2N44FR 304.0 87.9 18.0 1.93 998.9 12.4 11.4 9.8 8.2 6.4

302�90�18-t2.5N44FR 304.0 87.9 18.0 2.50 998.9 24.9 22.7 19.5 16.0 12.1

302�90�18-t3.0N44FR 304.0 87.9 18.0 3.00 998.9 39.9 36.0 30.5 24.7 18.6

302�90�18-t4.0N44FR 304.0 87.9 18.0 4.00 998.9 74.5 70.4 59.1 47.5 36.2

302�90�18-t5.0N44FR 304.0 87.9 18.0 5.00 998.9 115.1 112.9 94.8 76.2 58.7

302�90�18-t6.0N44FR 304.0 87.9 18.0 6.00 998.9 160.1 158.5 137.4 109.8 84.8

302�90�18-t2N90FR 303.8 88.8 18.7 1.96 1052.2 13.6 12.5 10.9 9.1 7.2

302�90�18-t2.5N90FR 303.8 88.8 18.7 2.50 1052.2 25.9 23.8 20.6 17.0 13.1

302�90�18-t3.0N90FR 303.8 88.8 18.7 3.00 1052.2 40.8 37.3 32.2 26.4 20.3

302�90�18-t4.0N90FR 303.8 88.8 18.7 4.00 1052.2 78.5 71.4 61.5 50.6 39.4

302�90�18-t5.0N90FR 303.8 88.8 18.7 5.00 1052.2 125.0 113.7 97.8 81.2 64.2

302�90�18-t6.0N90FR 303.8 88.8 18.7 6.00 1052.2 180.0 163.3 140.6 117.3 93.3

202�65�13-t1.4N32.5FX 202.5 63.6 16.0 1.40 678.3 10.5 10.2 9.5 8.4 7.0

202�65�13-t2.0N32.5FX 202.5 63.6 16.0 2.00 678.3 21.3 20.7 19.7 18.1 15.6

202�65�13-t4.0N32.5FX 202.5 63.6 16.0 4.00 678.3 77.2 75.8 73.3 68.4 60.2

202�65�13-t6.0N32.5FX 202.5 63.6 16.0 6.00 678.3 159.2 155.6 151.4 141.5 125.7

202�65�13-t1.4N65FX 202.5 64.0 17.5 1.44 701.0 11.9 11.6 10.7 9.5 7.9

202�65�13-t2.0N65FX 202.5 64.0 17.5 2.00 701.0 23.5 22.7 21.7 19.7 16.8

202�65�13-t4.0N65FX 202.5 64.0 17.5 4.00 701.0 86.4 85.5 83.9 79.5 69.3

202�65�13-t6.0N65FX 202.5 64.0 17.5 6.00 701.0 185.7 184.5 179.3 162.7 140.4

302�90�18-t2N44FX 304.0 87.9 18.0 1.93 998.9 18.6 18.2 16.9 15.2 12.8

302�90�18-t4.0N44FX 304.0 87.9 18.0 4.00 998.9 75.9 75.6 74.5 70.6 62.9

302�90�18-t6.0N44FX 304.0 87.9 18.0 6.00 998.9 162.0 161.7 158.8 150.9 130.6

302�90�18-t2N90FX 303.9 88.8 18.7 1.96 1052.2 22.2 21.1 19.2 17.0 14.3

302�90�18-t4.0N90FX 303.9 88.8 18.7 4.00 1052.2 90.5 90.1 88.9 82.2 70.7

302�90�18-t6.0N90FX 303.9 88.8 18.7 6.00 1052.2 193.6 192.9 190.1 178.0 154.6
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slenderness (h/t) value ranging from 31.8 to 176.9. The ratios of
the diameter of the holes (a) to the depth of the flat portion of the
webs (h) were 0.2, 0.4, 0.6 and 0.8. The ratio of the distance of the
web holes (x) to the depth of the flat portion of the webs (h) were
0.2, 0.4 and 0.6.

A total of 200 specimens was analysed in the parametric study
investigating the effect of the ratio a/h. The cross-section dimen-
sions as well as the web crippling strengths (PFEA) per web
predicted from the FEA are summarised in Table 6.

A total of 160 specimens was analysed in the parametric study
investigating the effect of x/h. The cross-section dimensions as
well as the web crippling strengths (PFEA) per web predicted from
the FEA are summarised in Table 7.

The effect of a/h and x/h ratio on the web crippling strength on
the reduction factor is shown in Figs. 9 and 10 for the C202
Specimen. It is seen from these graphs that the parameter a/h and
x/h noticeably affects the web crippling strength and the reduc-
tion factor.
5. Reliability analysis

The reliability of the cold-formed steel section design rules is
evaluated using reliability analysis. The reliability index (b) is a
relative measure of the safety of the design. A target reliability
index of 2.5 for cold-formed steel structural members is recom-
mended as a lower limit in the NAS Specification [7]. The design
rules are considered to be reliable if the reliability index is greater
than or equal to 2.5. The load combination of 1.2DLþ1.6LL as
specified in the American Society of Civil Engineers Standard [10]
was used in the reliability analysis, where DL is the dead load and
LL is the live load. The statistical parameters are obtained from
Table F1 of the NAS Specification [7] for compression members,
where Mm¼1.10, Fm¼1.00, VM¼0.10, and VF¼0.05, which are the
mean values and coefficients of variation for material properties
and fabrication factors.

The statistical parameters Pm and VP are the mean value and
coefficient of variation of load ratio are shown in Tables 8 and 9,
respectively. In calculating the reliability index, the correction
factor in the NAS Specification was used. Reliability analysis is
detailed in the NAS Specification [7]. In the reliability analysis, a
constant resistance factor (f) of 0.85 was used. It is shown that
the reliability index (b) is greater than the target value of 2.5 as
shown in Tables 8 and 9.
6. Proposed strength reduction factors

Comparing the failure loads of the channel sections having
web holes with the sections without web holes, as shown in



Table 7
Dimensions and web crippling strengths predicted from finite element analysis of parametric study of x/h.

Specimen Web,

d (mm)

Flange,

bf (mm)

Lip,

bl (mm)

Thickness,

t (mm)

Length,

L (mm)

FEA load per web, PFEA (kN)

X0 X0.2 X0.4 X0.6

202�65�13-t1.4N32.5A0FR 202.5 63.6 16.0 1.40 678.3 6.9 6.9 6.9 6.9

202�65�13-t1.4N32.5A0.2FR 202.5 63.6 16.0 1.40 678.3 6.3 6.3 6.3 6.3

202�65�13-t1.4N32.5A0.4FR 202.5 63.6 16.0 1.40 678.3 5.3 5.4 5.4 5.5

202�65�13-t1.4N32.5A0.6FR 202.5 63.6 16.0 1.40 678.3 4.3 4.4 4.5 4.6

202�65�13-t1.4N32.5A0.8FR 202.5 63.6 16.0 1.40 678.3 3.1 3.3 3.6 3.7

202�65�13-t1.4N65A0FR 202.5 64.0 17.5 1.44 701.0 7.6 7.6 7.6 7.6

202�65�13-t1.4N65A0.2FR 202.5 64.0 17.5 1.44 701.0 7.0 7.0 7.0 7.0

202�65�13-t1.4N65A0.4FR 202.5 64.0 17.5 1.44 702.0 5.9 6.0 6.1 6.1

202�65�13-t1.4N65A0.6FR 202.5 64.0 17.5 1.44 703.0 4.8 5.0 5.1 5.2

202�65�13-t1.4N65A0.8FR 202.5 64.0 17.5 1.44 704.0 3.5 3.8 4.1 4.3

302�90�18-t2N44A0FR 304.0 87.9 18.0 1.93 997.9 12.4 12.4 12.4 12.4

302�90�18-t2N44A0.2FR 304.0 87.9 18.0 1.93 998.9 11.4 11.4 11.4 11.4

302�90�18-t2N44A0.4FR 304.0 87.9 18.0 1.93 999.9 9.6 9.7 9.8 9.8

302�90�18-t2N44A0.6FR 304.0 87.9 18.0 1.93 1000.9 7.7 7.9 8.1 8.3

302�90�18-t2N44A0.8FR 304.0 87.9 18.0 1.93 1001.9 5.5 5.9 6.4 6.7

302�90�18-t2N90A0FR 303.8 88.8 18.7 1.96 1051.2 13.6 13.6 13.6 13.6

302�90�18-t2N90A0.2FR 303.8 88.8 18.7 1.96 1052.2 12.5 12.5 12.5 12.5

302�90�18-t2N90A0.4FR 303.8 88.8 18.7 1.96 1053.2 10.6 10.7 10.8 10.9

302�90�18-t2N90A0.6FR 303.8 88.8 18.7 1.96 1054.2 8.6 8.9 9.1 9.3

302�90�18-t2N90A0.8FR 303.8 88.8 18.7 1.96 1055.2 6.2 6.8 7.4 7.6

202�65�13-t1.4N32.5A0-FX 202.5 63.6 16.0 1.40 678.3 10.5 10.5 10.5 10.5

202�65�13-t1.4N32.5A0.2-FX 202.5 63.6 16.0 1.40 678.3 10.0 10.0 10.0 10.2

202�65�13-t1.4N32.5A0.4-FX 202.5 63.6 16.0 1.40 678.3 8.6 9.0 9.2 9.5

202�65�13-t1.4N32.5A0.6-FX 202.5 63.6 16.0 1.40 678.3 7.1 7.7 8.2 8.7

202�65�13-t1.4N32.5A0.8-FX 202.5 63.6 16.0 1.40 678.3 5.1 6.3 7.1 7.9

202�65�13-t1.4N65A0-FX 202.5 64.0 17.5 1.44 701.0 11.9 11.9 11.9 11.9

202�65�13-t1.4N65A0.2-FX 202.5 64.0 17.5 1.44 701.0 11.5 11.4 11.5 11.6

202�65�13�t1.4N65A0.4-FX 202.5 64.0 17.5 1.44 702.0 10.0 10.3 10.5 10.8

202�65�13-t1.4N65A0.6-FX 202.5 64.0 17.5 1.44 703.0 8.2 8.9 9.5 10.0

202�65�13-t1.4N65A0.8-FX 202.5 64.0 17.5 1.44 704.0 6.2 7.4 8.3 9.1

302�90�18-t2N44A0-FX 304.0 87.9 18.0 1.93 997.9 18.6 18.6 18.6 18.6

302�90�18-t2N44A0.2-FX 304.0 87.9 18.0 1.93 998.9 17.8 17.8 17.9 18.1

302�90�18-t2N44A0.4-FX 304.0 87.9 18.0 1.93 999.9 15.6 16.1 16.5 17.0

302�90�18-t2N44A0.6-FX 304.0 87.9 18.0 1.93 1000.9 12.9 14.1 15.0 15.8

302�90�18-t2N44A0.8-FX 304.0 87.9 18.0 1.93 1001.9 9.0 11.5 13.1 14.5

302�90�18-t2N90A0-FX 303.9 88.8 18.7 1.96 1051.2 22.2 22.2 22.2 22.2

302�90�18-t2N90A0.2-FX 303.9 88.8 18.7 1.96 1052.2 20.7 20.7 20.8 21.1

302�90�18-t2N90A0.4-FX 303.9 88.8 18.7 1.96 1053.2 17.8 18.4 18.8 19.4

302�90�18-t2N90A0.6-FX 303.9 88.8 18.7 1.96 1054.2 14.5 15.9 16.9 17.8

302�90�18-t2N90A0.8-FX 303.9 88.8 18.7 1.96 1055.2 10.9 13.2 14.9 16.4

0

0.1

0.2

0.3

0.4

0.5

0.6

0.7

0.8

0.9

1

R

a/h Ratio

N32.5t1.4FR N32.5t2.0FR N32.5t4.0FR
N32.5t6.0FR N65t1.4FR N65t2.0FR
N65t4.0FR N65t6.0FR

0

0.1

0.2

0.3

0.4

0.5

0.6

0.7

0.8

0.9

1

R

a/h Ratio

N32.5t1.4FX N32.5t2.0FX N32.5t4.0FX
N32.5t6.0FX N65t1.4FX N65t2.0FX
N65t4.0FX N65t6.0FX

0 10.80.60.40.20 10.80.60.40.2

Fig. 9. Variation in reduction factors with sizes of holes diameter ratio for C202 section: (a) flanges unfastened condition and (b) flanges fastened condition.
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Tables 1, 2, 6 and 7, it can be seen that, as expected, the failure
load decreases as the size of the web holes increases and the
failure load increases as the distance of the web holes increases.
For each series of specimens, the web crippling strengths of the
sections without the web holes were obtained. Thus, the ratio of
the web crippling strengths for sections with the web holes
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Table 8
Statistical analysis for the comparison of the strength reduction factor for flanges

unfastened condition.

Statistical parameters R (Test & FEA)/Rp (1.04�0.68 (a/h)þ0.023 (x/h))

Mean, Pm 1.00

Coefficient of variation, Vp 0.04

Reliability index, b 2.83

Resistance factor, f 0.85

Table 9
Statistical analysis for the comparison of the strength reduction factor for flanges

fastened condition.

Statistical parameters R (Test & FEA)/Rp (1.00�0.45 (a/h)þ0.09 (x/h))

Mean, Pm 1.02

Coefficient of variation, Vp 0.07

Reliability index, b 2.81

Resistance factor, f 0.85
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Fig. 11. Comparison of the strength reduction factor for the flanges unfastened

condition.
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divided by the sections without the web holes, which is the
strength reduction factor (R), was used to quantify the degrading
influence of the web holes on the web crippling strengths under
the interior-two-flange loading condition. Evaluation of the
experimental and the numerical results shows that the ratios
a/h and x/h are the primary parameters influencing the web
crippling behaviour of the sections with web holes. Therefore,
based on both the experimental and the numerical results
obtained from this study, two strength reduction factors (Rp) are
proposed using bivariate linear regression analysis for the inter-
ior-two-flange loading condition.

For the flanges unfastened condition,

RP ¼ 1:04�0:68
a

h

� �
þ0:023

x

h

� �
r1 ð1Þ

For the flanges fastened condition,

RP ¼ 1:00�0:45
a

h

� �
þ0:09

x

h

� �
r1 ð2Þ

The limits for the reduction factor Eqs. (1) and (2) are
h/tr156, N/tr84, N/hr0.63, a/hr0.8, and y¼901.
7. Comparison of the experiment and numerical results with
the proposed reduction factor

The values of the strength reduction factor (R) obtained from
the experimental and the numerical results are compared with
the values of the proposed strength reduction factor (Rp) calcu-
lated using Eqs. (1) and (2), as plotted against the ratios a/h and
h/t in Figs. 11 and 12, respectively. Tables 8 and 9 summarises a
statistical analysis to define the accuracy of the proposed design
equations. The values of the proposed reduction factor are
generally conservative and agree well with the experimental
and the numerical results for ITF loading conditions. As can be
seen, the proposed reduction factor are generally conservative
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and agree with the experiment and the numerical results for both
load cases. The mean value of the web crippling reduction factor
ratio are 1.00 and 1.02 with the corresponding COV of 0.04 and
0.07, and reliability index (b) of 2.83 and 2.81 for the flanges are
unfastened and fastened conditions, respectively. Thus, the pro-
posed strength reduction factor equations are able to predict the
influence of the web holes on the web crippling strengths of
channel sections for the ITF loading condition.
8. Conclusions

The experimental and the numerical investigations of lipped
channel sections with circular web holes subjected to web
crippling have been presented. A series of tests was conducted
on lipped channel sections with web holes subjected to the
interior-two-flange (ITF) loading condition. The web slenderness
value of the specimens ranged from 31.8 to 176.9. The diameter of
the web holes was varied in order to investigate the influence of
the web holes on the web crippling strength. The cases of the
flanges of the channel sections being fastened and unfastened to
the bearing plates also considered.

A finite element model that incorporated the geometric and
the material nonlinearities has been developed and verified
against the experimental results. The finite element model was
shown to be able to closely predict the web crippling behaviour of
the channel sections, both with and without circular web holes.
Thereafter, a parametric study was carried out to study the effects
of the different sizes of the cross-sections and the web hole on the
web crippling strengths of the channel sections. It is shown that
the ratios a/h and x/h are the primary parametric relationships
influencing the web crippling behaviour of the sections with the
web holes.

Web crippling strength reduction factor equations were pro-
posed for the ITF loading conditions for both the cases of flanges
unfastened and fastened to the support. It is shown that the
proposed strength reduction factors are generally conservative
and agree well with the experimental and the numerical results.
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