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Abstract: 

The capability of on-chip wavefront modulation has the potential to revolutionize many optical 

device technologies. However, the realization of power-efficient phase-gradient metasurfaces 

offering full-phase modulation (0-2) and high operation speeds remains elusive. We present an 

approach to continuously steer light based on creating a virtual frequency-gradient metasurface by 

combining a passive metasurface with an advanced frequency-comb source. Spatiotemporal 

redirection of light naturally occurs as optical phase-fronts reorient at a speed controlled by the 

frequency-gradient across the virtual metasurface. An experimental realization of laser beam 

steering with a continuously changing steering-angle is demonstrated with a single metasurface 

over an angle of 25 in just 8 picoseconds. This work can support integrated-on-chip solutions for 

spatiotemporal optical control, directly impacting vital applications including LIDAR, 

autonomous vehicles, and Augmented/Virtual systems.  
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One Sentence Summary: 
 

Frequency-gradient metasurfaces are used to realize ultrafast and continuous laser beam steering. 

 
Main Text: 
 

Phase-gradient metasurfaces (1) have demonstrated the ability to shape optical wavefronts in light 

bending devices (2), meta-lenses (3–5), meta-holograms (6), wave-plates (7–9), as well as devices 

with chiral (10–12) responses. These functions are achieved by controlling the scattering of light 

waves from a dense array of nanoscale optical antennas that make up a metasurface. Most 

metasurfaces to date are passive and their functions are fixed during their fabrication. Many optical 

applications require dynamic manipulation of light waves and an expansion to spatiotemporally-

varying metasurfaces could open many new opportunities for the metamaterials field (13–21). 

However, the development of dynamic metasurfaces has been hampered significantly by the 

challenge of realizing antenna structures capable of providing large changes in the amplitude and 

phase (0-2π) of scattered light with an external stimulus. In addition, there is a major technological 

challenge in addressing individual nanoscale antenna within a large-area metasurface device in 

terms of the electrical wiring and power consumption. Our approach towards spatiotemporal 

optical control completely avoids the challenges with actively controlling a metasurface. 

We start by expanding on the basic concepts underlying the operation of existing phase-

gradient metasurfaces and illustrate how spatiotemporal optical patterns can be manipulated by 

controlling the interference of waves in four-dimensional (4D) space-time. We first replace the 

typical continuous wave (CW) source used to illuminate a metasurface with a frequency-comb 

source. Such a source features a set of equally-spaced and phase-locked frequency lines. A passive 

metasurface is engineered to interact with such a frequency-comb source to fashion distinct spatial 
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field profiles for each of the spectral lines in the comb. Because the spectral lines are phase-locked, 

their individual spatial patterns constructively interfere to generate a 4D optical pattern in which 

the spatial light intensity distribution naturally evolves in time. 

Such spatiotemporal metasurfaces add a valuable new dimension to phase-gradient 

metasurfaces (22, 23), illustrated by comparing the simplest implementations of these two optical 

elements. Figure 1A shows a basic phase-gradient metasurface that imparts a linearly-varying 

phase-shift on an incident plane wave to redirect it into a desired angle (2, 24). Figure 1B shows 

the corresponding case of a frequency-gradient metasurface constructed from phase-locked optical 

sources whose frequency is linearly-graded across the metasurface. Their radiation constructively 

interferes to naturally direct light towards different angles as time progresses.   

The mathematical formulation for the operation of spatiotemporal metasurfaces combines 

the descriptions for spatial mode transformation by a passive metasurface and temporal pulse 

shaping known from the ultrafast laser physics (25–27).  This behavior is conveniently handled in 

a Fourier synthesis description. Figure 1C demonstrates how a pulse comprised of a set of 2N+1 

frequency lines (�(�) = ∑ �����������
���� ; �� = �� + �∆�) interacts with a passive, 

nanostructured metasurface. The frequencies are centered around an operation frequency �� and 

together they form a pulse �(�) = �(�)������ for which �(�) = ∑ ������∆�����
����  is the envelope. 

In our analysis, a uniform spatial dependence for the pulse amplitude is assumed. Upon 

illumination, the passive metasurface maps each spectral component into a set of distinct spatial 

modes (an  bn(r)), generating a spatiotemporal optical pattern (�(r,t) = ∑ ��(�)���������
����  ).  

To achieve continous steering of light, we aim to synthesize a new, virtual frequency-

gradient metasurfaces with a spatial profile ��(�) that mimics an array of optical sources whose 

frequencies are linearly graded across the surface. The spatiotemporal interference of these sources 
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will naturally produce a scanning beam. This can be seen by analyzing the radiation from an array 

of line sources that are equally spaced at a distance d along the y-axis. The optical source located 

at the position �� = (0, ��) in the array radiates at an angular frequency �� and  a wavenumber 

�� =
��

�� = �� + �∆�, and its optical field distribution is decribed by: 

��(�) = ���(� − ��)����(|����|). 

The quantity �� describes the strength of the source, which is proportional to the amplitude  of the 

corresponding frequency line in the incident pulse. The term �(� − ��) is a slowly varying 

envelope that governs the angular divergence of the radiation pattern and  ����(|����|) is a fast 

varying phase term. With 2N+1 sources distributed from � = −�� to � = ��, the resulting 

spatiotemporal pattern in the far-field takes the following form: 

�(�, �) = ∑ ��(�)���������
���� = ∑ ���(� − ��)��(��|����|����)���

���� ,                 (1) 

where the spatial coordinate � = (�, �) = (� cos � , −� sin �) is represented in terms of the 

distance � from the center of the array (0,0), and the clockwise angle � (Fig. 1C). As the fields 

produced by each source evolve in time at different frequencies, the resulting interference pattern 

will also evolve in time. In the far-field (� ≫ ��), the interference pattern can be approximated as 

(See supplementary text S1):  

�(�, �) ≈ � �� −
���

∆�
sin � −

�

�
� �(�)��(�������). (2) 

The term � �� −
���

∆�
sin � −

�

�
� captures the dynamic beam steering action and shows how the light 

is directed towards differnent angles � at different times �. The term �
�⁄  accounts for the 

propagation delay between the frequency-gradient metasurface and the point of detection at a 

distance �. For a cylindrical surface at a fixed distance �, the time-depdent steering angle can be 

in the form: 
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sin � = �
��

���
� �, (3) 

after translating the time reference through replacing � −
�

�
 with �.  It follows that the speed of 

angular steering is directly proportional to the frequency gradient (Δ�
�� ) across the surface. Eqs 

(2,3) also demonstrate that the angular beam width is related to the pulse width by the 

proportionality factor �
��

���
�. For the simple case of cylindrical sources with an omni-directional 

response (�(�)~
�

√�
), and equal amplitudes (�� = 1), we find:  

�(�, �) = ∑
��(��|����|����)

�|����|
�
���� .           (4) 

Figure 1D demonstrates the calculated intensity �(�, �) = |�(�, �)|� at different times for an array 

of 41 cylindrical sources (2N+1=41; N=20), a separation between sources � = 360 ��, a center 

wavelength of �� = 720 �� ((i.e. �� = 2� × 416.66 ���), and ∆� = 2� × 100 ���. When the 

scanning time is fast enough compared to propagation time of light across the obersveration areas, 

the light beam appears to be curved. This can be thought of in analogy to the apparent bending of 

a waterstream emerging from a rapidly rotating water hose. The simulations are discussed in more 

detail in supplementary text S2, where it is also highlighted that the scanning rate is proportional 

to the frequency-gradient (Δ�
�� ). 

Figure 2A  schematically shows the setup that is used to experimentally demonstrate beam 

steering. A frequency-gradient virtual metasurface is implemented using a mode locked laser with 

a frequency-comb spectrum, and a dielectric, phase-gradient metasurface that focuses different 

spectral components to produce a series of line-sources in a designed focal plane. The mode-locked 

pulsed laser source generates a train of pulses centered at wavelength �� = 720 �� and  featuring 

a temporal width of about 2.5 ps. The required spectral separation of the lines in the comb can be 
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accomplished by directing the laser beam onto the metasurface at an off-normal angle of incidence 

��. In our case this angle was chosen as �� =  45°. When the phase-shift induced by the 

metasurface mimics a diffraction grating (∅�� = −�� ����� �), the different spectral components 

will be decomposed and transmitted into slightly different directions around the sample normal 

(more details in supplementary text S3). The required focussing could be accomplished with a 

second metasurface acting as a cylindrical convex lens with a focal distance (��) and a phase profile 

(∅�� = −�� ��� − ���
� + ���). However, one of the key benefits of using a phase-gradient 

metasurfaces is that these two optical functions can be combined in a single metasurface by 

engineering a phase profile (∅� = ∅�� + ∅��). Accordingly, the entire beam steering system is 

composed of only a frequency-comb source and a single metasurface. 

The designed focal length is �� =  1 ��, resulting in a frequency-gradient 
��

�
=

��

�������
 = 

2� × 5.89 GHz/µm (See details in supplementary text S3). Decreasing/incresing the designed 

focal length would result in a larger/smaller frequency-gradient and a beam steering rate. A Si 

metasurface based on the geometric phase(28–30) is used to  create the virtual frequency-gradient 

metasurface (Figs. 2B, C). The Si nanobeams in this device are fabricated on a sapphire substrate 

by electron-beam lithography and reactive-ion etching. They are 500 nm high, feature a rectangular 

cross section of 180 nm x 110 nm and are spaced by 350 nm. The entire metasurface is large 

(measures 8 mm x 4 mm), in order to increase the NA required for strong focusing and a larger 

steering angle. More fabrication details on the design and fabrication can be found in the methods 

section. The geometric phase is obtained using an array of Si nanoantennas with space-variant 

orientations (28–30) (Fig. 2B, C). The geometric phase emerging from a surface patterned with 

such antennas is given by ∅� = 2��(�, �), where �(�, �) is the in-plane orientation of the 

nanoantennas and � quantifies the spin angular momentum for the incident light, i.e., right (� =
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1) or left (� = −1) circular polarization. Importantly, this phase can be designed to span the full 

2π range while maintaining a uniform transmission amplitude across the metasurface. These 

aspects of geometric phase elements can be used to achieve high diffraction efficiency optical 

elements for incident beams with circularly-polarized light (See details in supplementary text S3). 

 The spatiotemporal intereference from the array of virtual sources creates a small-diameter 

steering beam. A microscope objective is then utilized to map the time-varying steering angle � to 

an axial dimension �� at the back focal plane (��.�..) of the microscope objective. Finally, a 4f 

imaging system is used to scale down the spatial extend of the beam (�� = −
��

��
��) to fit with the 

acceptance slit size of our streak camera used to measure the time dependence of the steering angle 

�. Parameters used in the experiment are: �� = 45°, �� = 1 ��,  ��.�. = 0.3 ��.,  �� = 30 ��, and  

�� = 10 ��. 

The streak camera measurements showing that laser scanning over an angle of 25o within 

a time period of around 8 ps (Fig. 3). The temporal pulse width is ~ 2-3 ps (similar to that of input 

pulse), and the angular pulse width is ~ 5 - 6o which corresponds to a temporal pulse width 

multiplied by the angular scan speed as discussed earlier. Due to the temporal resolution of the 

streak camera being ~ 2 ps, an interpolation algorithm is utilized to determine the temporal location 

of the pulse peak for each steering angle (white dots). The white dashed line represents a linear fit 

to this data, which is used to calculate the angular scan speed to be 3.45o/ps. The yellow dashed 

line represents the time vs angle dependence according to Eq(3) that shows an approximately linear 

curve for the time vs angle relation and demonstrates the angular speed ~ 2.4o/ps . We attribute the  

small difference of the experimental slope and the theoretical prediction to the variations in the 

time delays aquired by the pulses passing through different vertical locations  �� or �� in Fig. 2A. 

This can be induced by different factors, including slight variations in optical path lengths, 
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deviations in dimensions of Si antennas across the metasurface as well as the dispersive properties 

of the objective lens and other lenses of our 4f imaging system that can cause different group 

delays across the lens surface (31). These delays can be on the order of picoseconds, but do not 

impact the observed results in a fundamental way.  

The properties of the steered beam are controlled by both the metasurface and the 

frequency-comb source. While the angular resolution is determined the bandwidth of the 

frequency-comb source as discussed earlier, the beam steering angle-of-view (AOV) is controlled 

by the dielectric metasurface. Large AOV requires high numeric aperture of the cylinrical lensing 

action in order to provide narrow focal lines at the virtual frequency-gradient source. This is 

controlled by the footprint size and quality of the nano-structured metasurface. The dielectric 

metasurface is also responsible for the power efficiency, and steering speed (more details in 

spplementary text S3) 

This work illustrates how a spatiotemporally varying metasurface can be created by 

combining a frequency comb source with a passive metasurface. A special case of such a surface, 

a virtual frequency gradient metasurface, is implemented and demonstrated experimentally. It 

demonstrates a conceptually new pathway for non-mechanical, ultrafast dynamic beam steering. 

Given the notable advances in on-chip frequency-comb sources, it is within reach to integrate the 

entire system on a single chip (32, 33). The proposed technology can also be expanded to realize 

other spatiotemporal patterns that e.g. allow for 2D raster scanning and axial scanning of focusing 

lenses. 
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Fig 1: Theoretical demonstration of the frequency-gradient metasurface (A) Schematic of a phase-

gradient metasurface capable of redirecting an incident plane wave towards new, fixed direction 

by tilting the optical phase-front. (B) Schematic of a frequency-gradient metasurface that naturally 

keeps reorienting optical phase-front as time progresses, facilitating continuous dynamic beam 

steering. (C) Illustration of the light-matter interaction between a frequency-comb source and a 

passive metasurface, in which the metasurface maps each spectral line of the frequency component 

into a spatial optical mode (an  bn(r)), genarating a spatiotemporal optical pattern b(r,t). (D) 

Light generated at different time instants by our designed frequency-gradient metasurface, 

consisting of 41 cylindrical sources (2N+1=41; N=20), a separation between sources � =
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360 ��, a center wavelength of �� = 720 �� ((i.e. �� = 2� × 416.66 ���), and ∆� = 2� ×

100 ���.  

 

Fig 2: Experimental setup of laser beam steering using frequency-gradient metasurface (A) 

Experimental setup to demonstrate and quantitatively analyze the beam steering. The beam 

steering device consists of a pulsed laser source and a passive, phase-gradient silicon metasurface 

that focuses different spectral components to produce an array of focal lines that make up a virtual 

frequency-gradient metasurface.  Measurements of steering angle �  versus time is obtained with 

a streak camera. Mapping of the angle � to the streak camera is done using a microscope objective 

which maps to axial dimension y1 on the back focal plane, and a 4f imaging system to scale down 

the spatial extend (�� = −
��

��
��) in order to fit with the slit size of the streak camera. Experimental 

parameters: �� = 45°, �� = 1 ��,  ��.�. = 0.3 ��.,  �� = 30 ��, and  �� = 10 ��. (B,C) 
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Scanning-electron micrographs of the geometric-phase silicon based metasurface. The Si nano-

antennas on top of sapphire substrate have a 180 nm x 110 nm footprint, and a height of 500 nm. 

 

Fig 3: Experimental results of the beam steering action: Streak camera measurements after 

mapping each time with its corresponding beam steering angle. It demonstrates the angular 

redirection over 25 in 8 picoseconds. The white dots denote the peak locations for the pulse at 

each steering angle. The white dashed line shows the linear fit used to calculate the angular speed 

of beam steering. The yellow dashed line shows the theoretical prediction of the time vs angle 

relation, assuming dispersion-less imaging optics. 
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